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"Tize specific objective of the research described in this report was to investigale
the propensity of burning curtains, carried into typical urban interiors by bl st zues
to cause ignitions within the interiors capable of leading to flashover.

The experimental program was conducted in a full-scale test room constructed in the
test section oZ the URS Shock Tunnel Facility. Three different weights of curtain
material, having different burnitig times, were used in the experiments. Curtains were
ignited by propane gas jet manifolds arranged on the upstream side of the curtains with
the jets directed towwd the curtains. All tests were conducted at a r.ominal incident
blast overpressure of 1 psi since it had been found that incident overpressures much
higher than this invariably extinguish fire in burning curtains.

t Seventeen tests were condiicted. Severe hc.ard of room ignition resulted from 7 of
* the 17 experiments, while a small hazard of room ignition occurred in 4 cases. Tests

resulting in severe hazard of room ignition corresponded closely to cases in -hich the
blast wave arrived at an optimum stage in combustion of the curtains (when thuy were
fully aflame but only partially consumed). In cases in which curtains were not fully
ignited at blast arrival, the curtain fragments tended to smoulder, and to induce
smouldering fires in the test room. Where curtains had passed the optimum stage of
flauin" combustion, charred remnants distributed throughout the test room lacked suf-"ficient remaining fuel value to serve as efficient secondary ignition sources.

The hazard of secondary ignitions due to blast-transported burning curtain fragments-* appears ^o depend critically, in each case, on the burning time of the curtains rela-
tive to tne time to blast arrival.
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SUMMARY

THE PROBI- i

There exists some uncertainty at present, in the formulation of civil

defense doctrine, as to whether it is advisatle for window curtains to be

closed or open during nuclear attack. Closed curtains would be in position

to intercept some major portion, or all, of the thermal rpdiation pulse that

would otherwise enter through the window and ignite kindling fuels within

the room. But because they did so they would probably ignite and the

flav-,ing curtains, propelled into the room by the blast wave, could represent

an even more serious ignition hazard than would occur if the window remained

uncovered, and the curtains uninvolved. Because of this uncertainty,

limited investigation, was undertaken to gain information concerning the

ignition hazard represented by burning curtain fragments carried on a blast

wave into typical urban interiors.

The specific objective of the research described in this report was to

investigate the propensity of burning curtains, carried into typical urban

interiors by blast waves, to cause ignitions within the interiors capable

of leading to flashover. The situation simulated in the experimtents was one

in which the closed curtains, having been ignited by thermal radiation from

a nuclear weapon explosion, were carried, still burning, into a room in

which none of the kindling fuels had oeen ignited owing to interception of

most of the thermal pulse by the curtains. The blast wave, transporting

the burning curtain fragments, was assumed to originate from the same weapon

producing the thermal pulse, so that an appropriate delay time intervened,

in each experiment, between curtain ignition and blast arrival.

ii
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THE METHOD

The effect of biast-transporled burning curtain remnants in causing

interior ignition was investigatel in two widely different kinds o; urban

interiors, a living room, and an office.

The experimental program was conducted in a full-scale test room

ccnstructed in the test section of the URS Shock Tunnel Facility. All tests

were conducted at a nominal incident blast overpressure of I psi since it

had teen found in previous work that incident overpressures much higher

than thiZ. e.g., 2.4 psi, and higher, invariably extinguish fire in burning

curtains, a result that would annul the purpose of the tests proposed here.

Curtains were ignited by propane gas jet manifolds arranged on the up-

stream side of the curtain.; with the jets directed toward the curtains.

The interval of time delay between the end of the ignition period, that

is, the extinguishment of the propane gas flames, and the initiation of the

blast wave in the experize: ts was chosen to be that which wou'd occur

between the peak of the sec nd thermal pulse of I Mt and 5 Mt low airbursts

and blast arrival times for such bursts at ranges correspondinz to an

incident cverpressure of I 3si. These delay tihmes were 32 seconds and 54

seconds for I Mt and 5 Mt airbursts, respectively.

Three different weighis of curtain material, having different burning

times, were used in the experiments. Curtains were simulated in all the

experiments by sheets of l)OS cotton fabric, of appropriate weight, hung

frem a steel rod by drapery hooks.

Events within the rooms following blast arri-.'al were documented by

means of high-speed (Fastax) photography and pre- and post-shot still

photography, supplemented by written notes.

iii
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Fires initiated by burning curtain fragments were allowed to develop

until they could be definitely characterized as fleming combustion or as

smouldering combustion, capable of leading to flaming combustion. The

probability of flashover of tbe room due to such ignitions was inferred from

the size of the items in which fires occurred, and the number of such

ignitions.

FINDINGS

Ignited window curtains pass through a phase of flaming combustion dur-

ing which the fab-ic is charred and weakened sufficiently that the remnants

drop to the floor under the window, where they are further consumed by

smouldering combustion, usually accompanied by flame. Since transportation

of the burning curtains by a blast wave entering the window is much more

effective for hanging curtains then for curtains that have dropped to the

Zloor under the window, the likelihood of burning curtain fragments being

carried into the room by the blast wave will depend to a major dQgree on

whether the curtains remain hanging at the time of blast arrival-

When a heavier fabric was lined with a lighter fabric and the lighter

fabric received the heat from the propane igaition marifold, it waz found

that the burning times of the combinations were mucn lcwer than those of

the heavier fabrics alone. The lining (muslin was used) igniled and reached

full flaming combustion in a few seconds, und served as kindling to

accelerate the ignition and combustion of the heavier fabric adjacent to it.

Although addition of the muslin liner increased the weight of the Janel per

unit of its area, the burning time of the combination was typically only

half that of the unlined fabric or less. Thus, the iate of energy release

in combustion of the lined curtains was usually more than twice that of the

unlined curtains.

It was found that the burning times of fabrics, of various weights per

unit area, could be conveniently controlled and adjusted by partial lining

iv
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EI 7030-5

of the material with muslin. By this means, the burning times of curtains

could be made substantially independent of the weight of the fabric compos-

ing them. The liklihood of room ignition, or flashover, resulting from the

burning curtain remnants being transported into the room by the blast, was

inferred from the size of the items in which fires occurred,;and their

number, and by how well the fires were established. T6e hazard of room

ignition in each test was characterized as follows; "No hazard of room

ignition" applied to cases in which no fires remained burning after a test;
"Small hazard of room ignition" applied to cases in which fire was in a

poorly established, or smouldering stage in the room contents; and "Severe:

hazard of room ignition" was applied to cases in which fire was well

established and building up in major items of furniture.

Seventeen tests were conducted. Severe hazard of room ignition resulted

from 7 of the 17 experiments, while a small hazard of room ignition occurred

in 4 cases.

Tests resulting in severe hazard of room ignition corresponded:closely

to cases in which the blast wave arrived at an optimuih stage in combustion

of the curtains (when they were fully aflame but only partially consumed).

The evidence for this optimum condition was the absence of major portions

of unburned curtain material in the room, or of charred curtain remains

under the windows. In these cases,large, fully ignited fragments:of the

curtains were deposited on fuel items in the room, and these fragments

continued to burn briskly, thus serving to induce fully developed fires in

the room.

In cases in which curtains were not fully ignited at blast arrival, the

curtain fragments tended to smoulder, and to induce smouldering :fires in the

test room. Where curtains had passed the optimum sfsge of flaming combustion,

charred remnants distributed throughout the test room lacked sufficient

remaining fuel value to serve as efficient secondary ignition sources.

Characteristically, these charred fragments would produce charred holes

v
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through se.eral adyers of paper, or in the nap of the rug, without any

ignition of these items tV flaming or smouldering combastion.

Although no quantitative data were obtained regarding the duration of

the period in which burning curtains remained in a near-optitmum condition

for inducing secondary ignitions in interior fuels, it appears that this

condition prevailed for only about 20% of the burning time in our experiments.

and that it occurred near the near the center of that time intervai.

The hazard of secondary ignitions due to blast-transported burning

curtain fragments appears to depend critically, in each case, on the burning

time of the curtains relative to the time to tlast arrival. Owing to the

relatively brief period, in the burning of curtains, during which they

constitute very effective secondary ignition sources when Transported by

blast, approximate or unrealistic data on burning times could result in

unrealistic analysis of the overall urban fire hazard from this source.

* .
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I NTRODUCTI. ON

There exists some ancertainty at present, in the formulation cf

Civil Defense doctrine, as t: whether it is advisable for window curtains

to be closed or open luring nuclear ttacl.. Closed curtains would be 4 n

position to incercept some major portion, or all, of the thermal radiation

pulse that would otherwise enter through the window and ignite kinoling

fuels within the room. But, because they did so, they would probably

ignite and the flaming curtains, propelled into the room by the blast

wav, could represent an even more serious ignition hazard than would

occur if the window remained uncovered, and the curtains uninvolved.

Because of this uncertainty, limited investigation, reported in this

docLment, was undertaken to gain information concerning the ignition

hazard represented by burning curtain fragments carried on a blast wave

into typical urban interiors.

1 *1
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09JECTIVE AND SCOPE

OBJECTIVE

The objective of the present research described in this report was to

inve.ý,igate the propensity of burning curtains, carried into typical urban

interiors by blast waves, to cause ignitions within the interiors capable of

leading to flashover. The situation simulated in the experiments was one in

which the closed curtains, having been ignited by thermal raeiation from a

nuclea, weapon explosion, were carried, still burning, into a room in wiich

none of 'he kindling fuels had been ignited owing to interception of most

of the thermal pulse by the curtains. The blast wave, transporting the

burning curtain frngments, was assumed to originate from the same weapon

producing the the.-mal pulse, so that an appropriate delay time intervened,

in each experiment, between curtain ignition and blast arrival.

SCOPE

The effect 3f burning curtain remnants in causing ignition was invest-

igated in two widely different kinds of urban interiors, a liviug room and

an office. A nominal incident blast wave overpressure of I psi was prop-

agated into the rooms in all experiments. Two different delay times

between i.gnitirm and blast arrival were investigated. These were the delay

times that would occur at ranges corresponding to the I psi peak blast

overpreszure level surrounding a 1 Mt and a 5 Mt low airburst of a nuclear

weapon.

APPROACH

The experire.1,al program was conducted in a full-scale test room

constructel in the test section of the URS ShocK Tunnel Facility. Blast

waves were produced in the tunnel by gas rapidly pressurized in an upstream

compression section through the detonation of primacord arranged parallel

"2
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to the axis of that section. The blast waves so produced travelled down the
4expansion chamber finally reaching the 81-ft x 12-ft test section. The lay-

out and operating details of the Shock Tunnel Facility have been presented

in a previous report (Ref. 1. page 4-10).

All tests w.-e conducted at a nominal incident blast overpressure of

I psi, since it had been found in previous work (Ref. 2) that incident over-

pressures much higher than this, (viz. 2.4 psi and higher) invariably

extinguish fire in burning curtains, a result that would annul the purpose

of the tests proposed here.

Curtains were ignited by propane gas jet manifolds irranged on the

upstream side of the curtains with the jets directed toward the curtains-

The interval of time delay between the end of the ignition period, that

is, the extinguishment of the propane gas flames, and the initiation of the

blast wave in the experiments was chosen to be that which would occur

between the peak of the second thermal pulse of 1 Mt and 5 Mt low airbursts

and blast arrival times for such bursts at ranges coresponding to an

incident overpressure of I psi.

Three different weights of curtain material were used in the experiments.

having different burning times.

Events within the rooms following blast arrival were documented by

means of 'uigh-speed (Fastax) photography and pre- and post-shot still

photoL--aphy. supplemented by written notes.

Fires initiated by burning curtain fragments y.ere allowed to develop
until they could be definitely characterized as flaming combustion or as

smoiildering combustio,., capable :;f lr•,".ng to flaming combustion. The prob-

ability of flashover of the room due to s-ich ignitions wes inferred from the

size of the items which fires occurred. and the number of such ignilions-

!3
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DESIGN OF THE EXPERIMENT

Ignited window curtains pass through a phase of fleming combustion

during which the fabric is charred and weakened sufficiently that the

remnants drop to the floor under the window, where they are further consumed

by smouldering combustion. usually accompanied by flame. Since transpor-

tation of the burning curtains by a blast wave entering the window is muchSmore effective for hanging curtains than for curtains that have dropped to

the floor under the window, the likelihood of burning curtain fragments

being carried into the room by the blast wave will depend to a major degree

on whether the curtains remain hanging at the time of blast arrival.

The time required for igniied curtains to be consumed in combustion has

been shown experimentally kRef. 3) to be greater fcN- curtains composed of

heavy fabric than for those composed of lighter fabric, in accordance with

predictions based on theory (Ref. 4). Heavier fabrics also release more

energy in combustion than do lighter materials, so that both the total energy

release available for secondary ignitions by the burning curtains, and the

time available during which ignitions can occur. can be expected to change

as the weight of fabric in curtains increases-

Suxveys of urban interior furnishings (Ref. 4 and 5) have shown that

the weight per unit of fabric contained in window curtains, varies over a

wide range. and that cotton is the material of which window curtains are

most commonly composed.

In any actual nuclear weapon attack on an urban ttrget, the buining

timesw of curtains, ignited by the thermal pulse, would be determined by

the properties of individual curtai.as. and would be independent of the time

required for arrival of the blast wave at the windows in which the curtains

B urning times are here defined as the time elapsed between the second peak

of thermal radiation (or. in our experiments, the time at which the gas
jets igniting the curtains were turned off) and the time at which curlain
remnants dropped to the floor.

4
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in question were hanging. Thus, in any actual attack, arrival of the blast

wave would find some curtains consamed to the point that they had already

dropped to the floor, while, in other cases, ignition of heavy, slow-burning

curtains might nct be fully developed at the time of blast arrival. In either

case, the probability of room ignition due to burning curtain fragments

would be reduced, either olking to failure of the fragments to be distributed
within the room, in the former case, or because the curtains were not fully

ignited in the latter case.

"If curtains having a statistical distribution of properties, corres-

ponding to those found to occur in urbati interiors, had been used in our

tests, tmany of the curtains would have either been fully consumed, or would

have been incompletely ignited at the time of blast arrival, so that !hese

tests would have been individually inconclusive regarding the existence of a

secondary ignition ha7ard. Furthermore, the scope of the present program

did not allow a sufficient number of tests to be conducted that statistically

significant results would be possible over the entire distribution of curtain

properties for each blast delay time of interest.

It was decided at the ottset. therefore. to concentrate our attention

on inter3ctions in which curtains were in Zul1 flaming combustion but still

hanging at the windows, at the time of blast arrival in each experiment. It

was felt intuitively that this general area of interaction would post the

grjatest hazard of room ignition by burning curtain fragments, and that its

study would be moas productive of useful insight to the problem.

The interval of time delay between the end of the ignition period, that

is, the extinguishment of the propane gas flames. and the initiation of the

* Exceptions to this rule are possible, e.g.. if a sofa. or other large item
of kindling fuel was 1ocated directly under the windnw. the hazard of re -

ignition due to burning curtains dropping from the window cou]J t•. high.
We consider such hazards to be outside the scope of the present invest-
igation which is coucerned only w;th the ignition hazard to room contents
due to blast-transportad burning curtain fragments.

r
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blast wave in the experiments was chosen t- be that which would occur

between the peak of the second thermal pdlse of I Mt and 5 Mt low airbursts

and blast arrival times for such bursts at ranges corresponding to an

incident overpressure of I psi. These delay :imes were 32 seconds and 54

seconds for I Mt and 5 Mt airbursts. respectively.

A minimum of 2 experiments were planned at the delay time of 32 secs.

corresponding to the I Mt weapon yield, and for each of the two specified

occupancy types, i-e., living room and office, in which a light curtain

having a burning time of approximately 40 to 50 secs would be employed. A

minimum of two experiments were planned at each of the two delay times

between ignition and blast arrival corresponding to I and 5 Mt airbursts,

and for each of the occupancy types specified. i.e.. living room and office.

for which a curtain would be selected having a total burning time greater

than 54 secs, and preferably between 60 and 70 secs. Finally, a minimum of

two experiments were planned at a single delay time of 54 secs. in each of

the two specified occupancy types. A heavy curtain material having a burn-

ing time of about 100 secs was to be used in these experiments. It was

decided that all curtains should be composed of 100% cotton fabric.

I 6
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EXPER I MENTAL PROCEDURE

Curtains were simulate! in all the experiments b% sheets of fabric, of

appropriate weight, hung from a steel sod by drapery hooks. The rod was

mounted horizontally 3 inches above the window opening in the upstream wall

of the .-est room. Mater- tl direct from the bolt was used for curtains

(without hemming, pleating. or other fabrication) with consequent economy

of time in their preparation-

The dimensions of the test room, snd locations of the windows, and the

layou€ of furniture, in the two kinds of occupancies simulated in the tests.

as shown in Fig. 1. Four window openings were provided in the upstream

wall, each 52 inches high and 27 inches wide.

Curtains were ignited by propane gas j•.ts arranged in :wo horizontal

rows, the gas jets issued from holdes, each 0.5 0 in. in diameter. drilled

in 3'4 inch steel pipes. The holes were spaced 84 inches apart acrosq the

width of the window wall. One ef the two steel pipes, from which the f'rs

jets issued. was mounted horizontally at the bottom edge of the windows, the

other was mounted horizontally 24 inches above the bottom of the windcw

openings- The pipes. from which the gas .jets issued, were mounted at about

4 inches distance from the curtains, on their upstream side. with the .jets

directed nearly horizontally toward the curtains. After hanging the cur-

tains, in each experiment, and complet.ng other preparations. small pilot

lig1h.s were ignited at each gas .et. These flames ascended vertically from

each of the holes in the manifold. and were too small to reach the curtain

material.- A steel rod mounted across the window wall between the curtains

and the gas manifold prevented the curtains from being blown against the

"pilot lights by transient sir drafts. During ignition of the curtains, the

propane to the gas manifold was turned up to full volume, which caused each

of the gas jets to flow nearly horizontally at high velocity, and ,o

impinge agatl-st the curtain. The bouyancy of the. hurning propane .Jets

caused them to flow upward o-er tne 'abric so th.t. :urlains were ignited

over a tajor proportion of their surface.

7
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Curtains 
Door Opening ]Window

Openings Magazine

BLAST RugJ

--

- - OFFICE OCCUPANCY

14'6"

Door Openi ng

Window
Openings

Rug

BI•ST Co ffee
BLAST Table

Chaircha

Sofa

LIVING ROOM OCCUPANCY

Fig. 1. Dimensions of Tv-1 Ron.-.. and Laxnut of Furnituic in Th.-m
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&

A ten-second application of the gas jet manifold was employed, in the

majority of cases, for certain ignition. After turning off the propane to

the manifold, a period of time was allowed to elapse before firing of the

primacord in the compression chamber of the shock tunnel. This time corr-

-,,ponded, in each experiment, to the time between the second thermal maximum

and blast arrival time, at a range corresponding to I psi overpressure. forI the nuclear explosion the effects of which were being simulated.

As indicated earlier, it was decided to concentrate our attention on

interactions in which the curtains were in flaming combustion but still

hanging at the windows at the time of blast arrival. Further. it was desired

to conduct tests with curtains composed of fabric of differept weights per

unit area having specific burning times between approximately 40 and 100 secs.

Some preliminary experiments were undertaken to determine the kinds arid

weights of cotton fabric and the experimental conditions necessary to

achieve these requirements.

Fabric panels of various weights per unit area were hung as curtains in

the test room in the URS Shock Tunnel and ignited by a 10 sec application of

the propane flame manifold- The !ime required for combustion of the curtain

to proceed to the point that the curtain remnants draoped to the floor was

measured in each case.

As indicated in Fig. 2. the burning times thus measý,red for various

fabrics were approximately proportional to the weight per unit area of the

fabrics. except for two samples of cctton drill which had notably greater

burning times than would have been expected fror. their weight. The fabrics

used in the experiments were obtained from various retail commercial sources

nnd were employed in the tests without any attempt to determine "he effects

on the burni.ig times of any sizing. flame retardants. or other treatment to

* which the fabrics may nave been subjected in the course of their manufacture.

;" 9
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180
12.4 oz. Duck (cotton) 4

160

140

120

*• 6.6 oz. Drill (cotton) *

.100 7 7 oz. Drill (cotton) 6 8. (r, Deni s (cot)n,

80

CO

5.9 oz. Denim* (50% polyester.
500 cotton)

40

20

4 oz. Muslin (rott.on)

0 ' -
0 2 4 6 8 10 12

IpABIC wEIGIfI (ounces/yd2)

This fabric was nOt us.cd in the main test nrogram b•cau.,c it aaý. i-a, )t

cotton.

Fig. 2. Burning Tire as a I i ion of Fabric "Weight Of

'nlinc'A Cartain Mate' :"Is
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If a heavier fabric was lined with a lighter fabric, e.g., 8.6 oz'yd2

2 2 .
denim lined with 4.0 oz/yd muslin or 12.4 oz/yd duck lined with 4.0 oz 'vd-

musl-n, the lighter fabric rezeiving the heat from the propane ignition

monifold, it was found that the burning times of the combinations were much

lower than those of the heavier fabrics alone. The muslin lining ignited

and reached full flaming combustion in a few seconds. and served as kindling

to accelerate the ignition Pnd combustion of the heavier iabric adjacent to

it. Although addition of the muslin liner increased the weight of the ppnel

per unit of its area, the burning time of the combination was typically

only half that of the unlined fabric or less. Thus, the rate of energy

release in combustion of the lined curtains was usually more than twice ;hat

of the unlined curtains.

It was found that the burning times of fabrics, of various weights per

unit area, could he conveniently controlled and adjusted by partial lining

of the malerial with muslin. By this means. the burning times of curtains

could be made substantially independetnt of the weight of the fabric compos-

ing them. This effect is illustrated iri Fig. 3. in which the ratio, burning

time of partially lined curtain to burning tIme of the same material. un-

unlined, is plotted against the weight of 4.0 ounce muslin lining per unit

weight of curtain material- The characteristics of cirtains used in

experiments at the two blast delay times selected are given in Table I.

}i
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• '•.12.4 oz. Duck
(3.%ofarea lined),

0.50

8.6 oz. Denim
o (10% of area

lined)

0.25

10.2 8.6 oz. Denim
(30.6% of area 11,ned)'J • •.,.9 oz. De'nim

6.6 oz. D.ulli •(33.3% of area lined),..

0Soi

3 0.25 0.50 o 75

WEIGHT 4 .;; oz- MUSLIN LINING/vEZGHT OF CURTAEIN MATERIAL

Fig. 3. The Effect of Partial Lining of Curtains on Their Burning Times.
The rato of burning ,ii-e of lined curtain to burning tia of the
same curtain material, unlined, plotted against the -weight of 4.0

oz. muslin lining ipr unit weight of curtain material.

12
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Table 1

E CURTAIN PROPERTIES AND TEST CONDITIONS

IN STUDY OF INTERIOR IGNITIONS
"BY BLAST-TRANSPORTED BURNING CURTAINS

Fabric 2Weight !Amount and Approximate Blasi Occupancy No. of(oz/yd ) and Location of Burning Time Delay Type Tests

S4 oz muslin of Curtain Time

i partial with partial

lining lining

6.6 oz drill Horizontal 50 sec 32 sec Office 2
SStrip 6" Living room 2

wide on up-
stream side

_ _of panel 18"

from bot tom
I eage

8.6 oz demin ditto 75 sec 32 sec Office 2
ILiving room 2

8.6 oz demin ditto 75 sec 54 sec Office 2
Living room 2

12.4 oz duck I Horizontal about 120 54 sec Office 2
strip 11" sec Living room 2
wide on up-
stream side;
5" wide
strip on
downstream
side

v' i
S13

- 13
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RESULTS

Seventeen tests were conducted. The results are summarized in Table

II. The likelihood of room ignition or flashover, resulting from the

burning curtain remanants being transported into the room by the blast, was

inferred from the size of the items in which tires occurred. and their

number, and by how well the fires were established. The hazard of room

ignition in each test was chacterized as follows: "No hazard of room

ignition" applied te cases in which no fires remained burning after a test;

"Small hazard of room ignition applied to cases in which fire was in a poor-

ly established, or smouldering stage in the room contents; and "Severe

hazard of room ignition" applied to cases in which fire was well established

and building up in major items of furniture.

As indicated in Table II. severe hazard of room ignition resul:ed from

7 of the 17 experiments, while a small hazard of room ignition occurred in

4 cases.

1
L1

£
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'lable 2

RECAPITULATION OF TEST RESULTS

Test Occupancy Fabric Blast

No Type WE Delay Remarks
Time

Office 6-6 oz 32 sec 3 fires which extinguished thenselves
No hazard of room ignition

2 Office 6.6 oz 32 sec Fire on desk: in newspaper near down-
stream end of teble. Rug ignited two
places. Severe hazard of room ignition.

3 Office 8.6 oz 32 sec No ignitions. Curtains only partial.ly
burned, it.ore than half remained un-
burned. No hazard of room ignition.

4 Office 8.6 oz 32 sec One ignition in a file folder. More
than half of curtains unburited. Small

hazard of room ignition.

5 Office 8.6 oz 54 sec No ignitions. Charred curtain remnants
profusely scattered over room. These
charred the nap of the rug but not the

base. Newspapers charred thru several
layers. but no ignition. No hazard of
room ignition.

6 Office 12.4 oz 54 sec Fires in desk file drawer. on table

and in rug. Severe hazard of room
ignition.

7 Office 12.4 54 sec No ignitions. No hazard of rc-,om
ignition.

8 Office 8.6 oz 54 sec Small fires on floor, in di.sk file
drawer and in waste baske All fires
extinguished themselves. No hazard
of room ignition.

9 Office 12.4 oz 54 sec Fires in chair, papers on desk top.
papers and table cloth on table. and

in rug near chair and table. Very
severe hazard of room ignition.

15
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Table 2 cont.

RECAPITULATION OF TEST RESULTS

Test Occupancy Fabric Blast
No. Type Wt Delay Remarks

Time

10 Living 8.6 oz 54 sec One fire in newspaper on floor.
Room Small hazard of room ignition.

* 11 Living 8.6 oz 54 sec One fire in newpaper on floor. Small
Room hazard of room ignition.

12 Living 8.6 oz 32 sec Fire in edge of rug and in chair.
Room Severe hazard of room ignition.

13 Living 8.6 oz 32 sec Fire in papers on table, and in rug.
Room Smouldering fire in two sofa cushions.

Severe hazard of room ignition.

S14 Living 6.6 oz 32 sec Fire in cloth and paper on table.
Room Smoulderx • fire in rug and sofa which

extinguished itself. Small hazard of
room ignition.

15 Living 6.6 oz 32 sec Small fire in paper on floor and on
Room table. Smouldering fire in chair.

Simall hazard of room ignition.

16 Living 12.4 oz 54 sec Smouldering fire on floor and table
Room and in sofa and chair cushion. Much

smoke. Severe hazard of room ignition.

17 Living 12.4 oz 54 sec Three major fires; one in chair, one
Room on coffee table, one on floor. Severe

hazard of room ignition.

-1

" 16J
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CONCLUSIONS AND RECCOMENDAT IONS

Experimental .onditions had been arranged with a view to having the

blast wave arrive after the curtains were fully ignited and in flaming

combu3tion. but before they had been consumed tu the point that they were

ready to fall. I. the cou.-.Se of the experimental program, it was found that

- considerable variation in the burnirg -.har!cteristics of curtains frequently

occurred from one test to the next, even though the experimental conditions

Sof the tests appeared to be identical. In some tests, the recovery of major

pcrtions of ihe curtain- 'niburned indic.ated that the olast wave had arrived

before the nurtsins were fully ignited, whereas, in other cases. charred

curtain remains found on the floor under the window indicated combustion of

the curtains to be so far advanced at the time of blast arrival that portions

of them had fallen.

T2sts resulting in severe hazard of room ignition corresponded closely
S~~to cases in whicn the blast wave si-".'ived at an optimum stage in combustion

of the curtains, when they were fully aflame, buL only partially consumed.

The evidence for this optimtm condition was the absence of major portions of

unburned curtain material in the room, or of charred curtain remains under

tie windows. In these cases. large, fully ignited fragments of the curtainsI were deposited on fuel items in the room. or of char-4ed curtain remains under

:. the windews. In these cases, larr-e. fully ignited fragments continued to

burn briskly, thus serving to induce fully developed fires in the room.

In cases In which curtains were not fully ignited at blast arrival, the

curtain fragments tended to smoulder, and to induce smouldering fires in the

test room. .here curtains had passed the optimum stage of flamirng combust-

ion. charved remnants, distributed throughout the test room, lacked sufficient

remaining fuel value to serve as efficient secondary ignitio-, sources.

Characteristically, these charred fragments would produce charred holes

through several layers &f paper, or in the nap of the rug, without ery

gnition of these items to flaming- or smouldering combustion.

17
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Although no quantitative data were obtained regarding the duration of

the period in which burning curtains remained in a near-optimum condition

for inducing secondary ignitions in interior fuels, it appears that this

Scondition prevailed for only about 20% of the burning time in our exptrinents.

and it occurred near the center of that time interval.

Our experiments were planned with a view to having eacn curtain aear

the stage of flaming combustion that would be optimum for generation of

secondary ignitions by blast-transported fragments. In any actual nuclear

attack, the stage of combustion of curtains, ignited by the thermal pulse,

will be independent of blast arrival time, so that the hazard of room

ignition due to burning curtain fragments should be very much less than in

our experiments.

The hazard of secondary ignitions due to blast-transported burning

curtain fragments appears to depend critically, in each case. on the burn-

ing time of the curtains relative to the time to blast arrival. Owing to

the relatively brief period, in the burning of curtains. during which 1hey

constitute very effective secondary ignition sources when transported by

blast, approximate or unrealistic data on burning times could result in

seriously erroneous analysis of the overall urban fire ha7ard froa this

source.

It is recommended that further investigation of the mechanism by which

fire progresses in various kinds of curtains be undertaken, with a view to

development of a capability for more accurate prediction of their burning

times under various conditions. T1.is predictive capability, together with

statistical data on the distribution and frequency of vs.rious kinds of

curtains in urban occupancies, would allow computation of realistic freq-

ueacies for secondary ignitions in urban interiors die to transport of

burning curtain fragments by blast from nuclear weapons.

e
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